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FABRIC DETAILS

DESCRPTION WEAVING FABRIC
SAMPLE QUANTITY: 60CM X 60CM

FABRIC WIDTH: 280CM

USE: FOR HOSPITAL CURTAIN

STANDARD

TEST RESULT PROVIDED SAMPLE IS PASSED UPON STANDARD GB 18401-2010

TEST PROGRAM SEE NEXT PAGE

SAMPLE IMAGE


